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ERD AR

Applicant’s Name

RILTT AR

Shenzhen Huafurui Technology Co., Ltd.
IRYIT A H A B PR A 7

Applicant’s Address
Zft 7 bt

Unit 601-03, 6/F, Block A, Building 1, Ganfeng Technology Building, No. 993
Jiaxian Road, Xiangjiaotang Community, Bantian Street, Longgang District,
Shenzhen.

TRINT e B X IR A3 R A AL X BR S % 993 SR KE 1 Hh A BN
601-03 T,

Name of Goods

g/ B2y

Smartphone CUBOT KINGKONG ES 3 (Containing Rechargeable Li-polymer
battery C61 3.87V 10200mAh 39.474Wh)

FHL CUBOT KINGKONG ES 3 (WE A7 MR AW L C61 3.87V
10200mAh 39.474Wh)

Testing Laboratory

MREHr=

Shenzhen TCT Testing Technology Co., Ltd.

RYNTT JE IS B ARAT R 2 7]

2101 & 2201, Zhenchang Factory, Renshan Industrial Zone, Fuhai Subdistrict,
Bao'an District, Shenzhen, Guangdong, China

IR BRI S 22 X AR A TE M LA X ARG 1L Dk R & B il i ) 2101, 2201

Report No.
WERS

TCT250313T007

Date of Issue

& H M

2025.05. 21

Test Type
el

Testing by delegation
ZEAEM

Test Conclusion PRG54
The test results are qualified. WAL R ANERH -

Tested by EHA: ,ﬁh’ﬂ}’ o @ %MEJ

Approved by #t#EA:

Reviewer by #H#A:
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[ . General product information—f&= {2 &

Smartphone CUBOT KINGKONG ES 3 (Containing Rechargeable Li-polymer
Name of Goods battery C61 3.87V 10200mAh 39.474Wh)

PiC/EA S FH. CUBOT KINGKONG ES 3 (B 17 AR &4 /it C61 3.87V
10200mAh 39.474Wh)

Packaging Container
Manufacturer o _
35 R T BRINT 5 B R B AL e ot A7 PR A )

Shenzhen Zhiang Color Printing and Packaging Products Co., Ltd.

Packaging Container i . . . .
Manufacturer’s Building 301, No.6 Lingwu Industrial Road, Junzibu Community, Guanlan

Address Street, Longhua District, Shenzhen
0,255 7 R A R T PRYITT Fe 46 DOYLR T 16 8 1A 4k X 2 |2 Tk Eg 6 5 b5 301

Packaging Parts
Manufacturer Zhpr
AR R VRYI T HeAm H R A TR 2 7]

Shenzhen Huafurui Technology Co., Ltd.

Unit 601-03, 6/F, Block A, Building 1, Ganfeng Technology Building, No. 993
Manufacturer’s Jiaxian Road, Xiangjiaotang Community, Bantian Street, Longgang District,

Address Shenzhen.

> PRI b X 3R B T8 G A S A X B S i 993 SRR RIE 1 MR A A2
skt | T

Packaging Parts

Shape Prismatic Trade Mark
TEAR BEAEFE FibR
Packagi
di%cenasgilonngs Battery number per
> : : . packaging
) § (48.1x45.5%x21.5) cm ‘ ‘
=l HEEFRMEE

(LXWXT)

Net weight of Gross weight per
batteries per package package 13.284kg

HOEMFEBSE BURMABE

The required
Number of stacking compressive
layers strength of the 172.692kgf

HERD 2B carton
R RUERE

Start Testing Date 2025.05.14 Completing Date 2025-05-21
FrA6IR F 35 58 H
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II. Test Standard 5 #E

United Nations "Recommendations on the Transport of Dangerous Goods-Model Regulations" (Rev.23)
6.1.5.6

BREE T ak ez @il fi-MEuA) (23811 6.1.5.6

III. TESTITEM NI HE

Stacking test HEfigiR 56

IV. Test Method and Requirement il /7 EFIE SR

Ambient temperature 35 E: 234+2°C
Ambient humidity ¥ 5i7E/%: 50+ 2%RH;

Paper or fibreboard packagings shall be conditioned for at least 24 hours in an atmosphere having a
controlled temperature and relative humidity (r.h.).

EIRH 2T A A B o I AE 4% Al FEE AR O 8 P 3R 8 22 /DT 24 /N

Press plate moving speed LM ##E: 10mm/min

Pre pressure it 7j: 172.692kgf

The required compressive strength of the carton

= ( Height of single packing case (m)

U TSI (g 1) x WM B4 24 AN

Test requirements {56 3K :

m

— 1) * Weight of single package. The load lasts for 24 hours.

1. The samples in the packing case are not damaged or leaked;
ARG T R Bt A PR B 5
The test sample must not be damaged in a way that may adversely affect the safety of transport, or
deform that may reduce its strength or cause unstable stacking of the package.

BRI b AN S L AT BT 32 22 A AT AN RS (R AR IR, B T AR A1 i s il B A HE R AN RS E 1)
T

In the case of composite or combination packaging, the contents shall not leak out of the inner
receptor and inner package.

X E GBS RS, AR IR N IS A R R
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V. TEST APPARATUS #ui{y 58

Calibration Date
/Due Date
R H/ZIH

TC-B117 Carton stacking machine GX-GOTHM 2024. 09. 18
ARAHHERS IS AL 2025. 09. 17

Serial No. Name of Equipment Model

WEHS BB ieee)

Electronic Platform Scale TCS.150 2024. 06. 27
T & FE 2025. 06. 26

Tape measure 2025.01. 24
TC-B104 ” TH-2103
R 2026. 01. 23

VI. TEST RESULT IR

Drop position Test status Conclusion
S5 WAL R &
After the test JIi )5 :

1. The samples in the packing case are not damaged or
leaked; 04 1 AOAT: St AT 45 8 Bl
2. The test sample does not show damage that may adversely
affect the safety of transportation, or deformation that may
reduce its strength or cause unstable stacking of the package;
BRI il o S AT BT I8 2 e AN RIS AR, B AT
RE PR A iR B it B, e 1 SR ANES 8 AR T 5
3. In the case of composite or combination packaging, the
contents shall not leak out of the inner receptor and inner
package.
R A B SR A BT R A RS A A
et o
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VI. Appendix Photos HKfigEkH

MODEL : C61
1ICP5/66/96-2
Rechargeable Li-
Rated Capacity £ 10200
Nominal Voltage: 3.87v
Charging Limit Voltage: 4 45y

SHENZHEN JIAJINYUAN TECHNOLOGY CO..LTD
AN Ean—ial

Polymer battery
MAh/39.474Wh
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Important Notice

. The test report is invalid without the official stamp of TCT.
Ak TCT f & L.
Nobody is allowed to photocopy or partly photocopy this test rep ort without written permission
of TCT.
RETCT PR, A5 6] 507 S H AR

. The test report is invalid without the signatures of Ratifier, Reviewer and Testing engineer.
AR EBLMAEN. HEAN KR AZEL TR

. The report is invalid when anything of following happens — illegal transfer, reproduce,
embezzlement, imposture, modification or tampering in any media form.

RBERiE, SHl. EH. B, Re SRR AT B e e
. Objections to the test report must be submitted to TCT within 15 days.

MR EBEA RV N E 2l 15 RNFAL AR
. The test report is valid for the tested samples only.

AR AN AR DU A 2K
. The Chinese contents in this report are only for reference.

A P SN E S % .

******End Of Report ﬁ%%;ﬁ******
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