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Report No.:ECT20241219048E

Stacking Test Report
HERD R IR

Tablet TAB 70 (Containing Li-ion Battery

Sample name 3098180 3.8V 8200mAh 31.16Wh)
YL E S PR TAB 70 (P4 B4R T i 3098180 3.8V
8200mAh 31.16Wh)
Applicant .Ethdenzhen Huafurui Technology Co., 55
iy BRI SRR R A A T 3

Unit 601-03, 6/F, Block A, Building 1,

Ganfeng Technology Building, No. 993

Jiaxian Road, Xiangjiaotang
Applicant’s Address Community, Bantian Street, Longgang

I HhE District, Shenzhen.
BRI A2 5 X e 18 5 f vk X AR S %
993 SikERHKE 1 A BEENE 601-03
LG

HRYITT R TSR FRA 7
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Page 2 of 6 Report No.:ECT20241219048E
Test Report
TR &
Tested by (+ signature) ..................: Lee.yuan/Testing Engineer e V\U\Y\
ITENC 220 O FURIIR TR ‘ ee. \ﬂ e STNE TEe
. O
Checked by (+ signature) ................ Eddie.Shi/Project Manager . é"
10T 2 I 22 o Z e . é/t g
Approved by (+ signature) ...............: | Eric/Technical Manager . ‘%m
HEAECEAA) oooos | FERRFEER R Liic Len 4
Date of iSSUE .....cvvvveeiiiiieeie el 2025.01.06
Testing Laboratory Name ................: | Shenzhen ECT Testing Technology Co.,Ltd
TSI oot | PRSI SRS AT PR 22 )
AdArESS ..o B202, Block A.B, Huijuxingiao 107 Chuangzhi Park, No.18, Shangnan
HIBE o Shangliao Industrial Road, Shangliao Community, Xingiao Street, Baoan

District, Shenzhen, Guangdong, China

AR RIS 2 DR R 1 L 58k X B R _E S B 18 5 SR r 107 1% il
A.BJ#EB202

Packaging Parts Manufacturer

TR

Shenzhen Zhiang Color Printing and Packaging Products Co., Ltd.
RINTH 5 B 0wz B 3o i FR 2 7

Packaging Parts Manufacturer’s
Address

Building 301, No.6 Lingwu Industrial Road, Junzibu Community, Guanlan
Street, Longhua District, Shenzhen

A A AR e Mk BRI Jete XML T8 A A X R Tk 65 ) 55301
United Nations "Recommendations on the Transport of Dangerous Goods-
Test Standard ........cccovvveevieeiiieieinld Model Regulations" (Rev 22) 6.1.5.6

BREE CRTERityisimpE i -i-MEA) (22217H0) 6.1.5.6

Date of performance of test.............;

2024.12.19~ 2024.12.24

TRHAT H I oo
Result ..o Pass
BER e PN
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—. Basic informationEA&{EE

Report No.:ECT20241219048E

Name of Goods Tablet TAB 70 (Containing Li-ion Battery 3098180 3.8V 8200mAh 31.16Wh)
iR “FA TAB 70 (P B2 ES 7 Hiith 3098180 3.8V 8200mAh 31.16Wh)
Packaging dimensions Pri ;
a3 i~ (42.5x36.0x32.5)cm S#;j';ie rismatic
(LXWXT) v ﬁz:*f%
Battery number per
packaging 10PCS Trac%agark --
R IR o
Box material Corrugated Case
(@Rt FLARARAE
Gross weight per
package 15.2kg
FORMEE
Net quantity of batteries
per package 1.200kg
SR (iR ERE S
Number of stacking
layers 10
HERD R
Height of stack 3.1m
HERD =
The required
compressive strength of
the carton 136.80kgf
AP PR R
The required compressive strength of the carton=(Height of stack/Height of single package-1)*Weight of single
package. The load lasts for 24 hours.
YA BT R DU SR B =GR e B2 /RN A S - D) MR R R, AT SE24/0 I

—. Stacking test #A%R%

Name of Equipment I3 % %%«

No. Name Model ltem Due. date ;E;;\ésé
75 % R A5 i 5 KHER B2 ()
Carton stacking machine SZZY-YQ-
1 UE A ED LRI HL GX-6010-M1T 130 2025-02-07 N
Electronic scale SZZY-YQ-
2 AT ACS 072 2025-02-07 N
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g’ Page 4 of 6

Ambient temperature¥f 155 & 23+2°C, Ambient humidity 3 &g E: 50£2%RH
Number of test samples iRk 73R

Three test samples per design type and manufacturer.

BN BUH BRI 3% A =D RE

Test method Wk 5 ¥::

The test sample shall be subjected to a force applied to the top surface of the testsample equivalent to the total
weight of identical packages which might be stacked on it during transport;where the contents of the test sample
are liquids with relative density different from that of the liquid to betransported, the force shall be calculated in
relation to the latter. The minimum height of the stack includingthe test sample shall be 3 meters. The duration of
the test shall be 24 hours except that plastics drums, jerricans,and composite packagings 6HH1 and 6HH2
intended for liquids shall be subjected to the stacking test for aperiod of 28 days at a temperature of not less than
40°C.

DBRE I BRI R 2 B —AN 1, 12 0A 24 T AR Is i 12 v mT f R C7E L B AR 7] 60,25 1) 6 3 8 2 e e ot 1) 25
TN B L5 A A 1 VRO AN TR VBRI, 4% i 2 RO AR X 3 P 0 o LA X R it £ A PO G ) B AR v B2 2y 3
Ko MR RS 1A]82 A 24 /N, (B TR R R . Il 2 & 63 6HH1 A 6HH2 FR4L

Testing requirements description JRZER#ik :

The samples in the packing case are not damaged or leaked;

AL T KRR i A B B 5

The test sample must not be damaged in a way that may adversely affect the safety of transport, or deform that
may reduce its strength or cause unstable stacking of the package.

BRI it AN HH T REXT I il 22 S AN (4R, B T e A AR i 2 Bl A 0 e A HE A ANARE AR 5

In the case of composite or combination packaging, the contents shall not leak out of the inner receptor and inner
package.

xR G B S BRI F A T BV B P 25 A0 A R R HY

Test status {45
After the testilliz 5 :
1. The samples in the packing case are not damaged or leaked; 9.2 4 H1 i1 5 15 A $51 58 B «
2. The test sample does not show damage that may adversely affect the safety of transportation, or deformation
that may reduce its strength or cause unstable stacking of the package;
RIGAE ot oK S L AT BE S 38 22 4 A AN A S B 458, mE AT A PR IR R 0 R i A R A HE R ANAR E AT 5
3. In the case of composite or combination packaging, the contents shall not leak out of the inner receptor and
inner package.

X 2 A B AH A AL T AN AT I A IR A PR 2 R A s R
Conclusion %5t

Pass &%
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THE PHOTO OF SAMPLE #£ /5 & A

Report No
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Report No.:ECT20241219048E

Important Notice
1. The test report is invalid without the official stamp of ECT.
A B IEECT & 3 04K
2. The test report is invalid without the signatures of Ratifier, Reviewer and Testing engineer.
ARG BN FEN KERAEL TR
3. Nobody is allowed to partly photocopy this test report without written permission of ECT.
RAECT R ARE, AFHnhE fl A4k 15,
4. The report is invalid when anything of following happens — illegal transfer, reproduce,
embezzlement, imposture, modification or tampering in any media form.

MEFAE, Bl #H. B R BRME T S48 AN BL s i & 15 82K

5. Product information and customer information provided by the applicant, we are not

responsible for its authenticity.

PR S AR P E S S ANSR AL, AT R S e .
6. The test report is valid for the tested samples only.

AR AR A AR AR P A A R
7. The Chinese contents in this report are only for reference.

AR SCA RS F .

8. Objections to the test report must be submitted to ECT within 15 days.

YRS FEA T MT R ERE 2 HEAS KA AR .
***End of report***
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