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Name of Goods: Lithium-ion Polymer Cell 501012 3.7V 40mAh 0.15Wh
/LTS BB TR AL 501012 3.7V 40mAh 0.15Wh

Model:
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Client: Shenzhen Mitacbattery Technology Co., LTD.
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Name of Goods

YIRS

Lithium-ion Polymer Cell 501012 3.7V 40mAh 0.15Wh
M TRAYHEE 501012 3.7V 40mAh 0.15Wh

Commissioner

AL AL

Shenzhen Mitacbattery Technology Co., LTD.
BRI R R BR 2 A

Commissioner’s
Address

ZA bk

4 Floor, 3 Floor, 1 Floor, 5 Floor 1 Building, No. 47, Kengwei Avenue, Shangwu
Community, Shiyan Street, Baoan District, Shenzhen, Guangdong, P.R. China

BIIH E 2 XA a8 ERAEXSUEKIE 47 5) B 1 T2, —E. Z2. UE

Manufacturer

b

Shenzhen Mitacbattery Technology Co., LTD.
GRYIT A8 R N R A BR 2w

Manufacturer’s
Address

il 3t e Sk

4 Floor, 3 Floor, 1 Floor, 5 Floor 1 Building, No. 47, Kengwei Avenue, Shangwu
Community, Shiyan Street, Baoan District, Shenzhen, Guangdong, P.R. China

BII 2 X el ERAEXUERE 47 5 5 1 BIE, — B =2, =2

Single Sample Weight
BN

Trade Mark/
Identification:
TR ARE A -

0.92g

Battery number per
packaging
SRR R

Package size

ARG P R~ (mm)

320%260%300

Net weight of batteries
per package

BT H Y 1

Package weight

1848 2 A

3kg

Receiving date

EREH

Completing date

= 1 ] 2023.10.28

2023.10.27

Test standard

F b v

United Nations {Recommendations on the Transport of Dangerous Goods-Model
Regulations) (Rev.22) Special Provisions 188.
BEE CeTaRityisimi@iei-MaEiag) (22 1T/ FrkE 188 %k

Test Conclusion
eI 2518

The sample has passed the test items of United Nations {Recommendations on the
Transport of Dangerous Goods-Model Regulations) (Rev.22) Special Provisions 188.
2R, ZFEMTTEEREE CT Rt @il B-MEuA) (220 R
5E 188 Fik
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Test item KT H
1) Drop test B7& MR
2) Packing weight test f1.%% & & |1

Test method JIR 1%

The package of batteries is dropped from 1.2m, 5times per package. The test floor is concrete floor, each
package is capable of withstanding a 1.2 meter drop test in any orientation without damage to cell or batteries
contained therein. Without shifting of the contents so as to allow battery to battery (or cell to cell) contact and
without release of contents.

R AL A (B S A R ) AN 1.2 Kimg EEEAT R, BNt 59k MNAEBOS IR Ve LRk, B — Mk
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Report No.: CMC231019063D01

Test Apparatus R 5%

. . Calibration Date
Serial No. Name of Equipment Model /Due Date

B i 4 47K S Kt B30

Single-blade drop tester 2023-03-23
PR TR PRVA AN 3% il 2024-03-22

Electronic platform scale 2023-03-23
T & FF TCS-200KG 2024-03-22

CMC-YQ-013

CMC-YQ-021
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Test result flg R
1) Drop test B4l
Drop position Test status Conclusion
R A= HIURES R ik

The package is not cracked, the contents are not
damaged and not shifted.

i AR, AR S B R R
The package is not cracked, the contents are not
damaged and not shifted.

s RIS, WA R SRR
The package is not cracked, the contents are not
damaged and not shifted.

i AR, YRR R
Side The package is not cracked, the.contents are not
i N damaged‘and ngt shifted. -
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Report No.: CMC231019063D01

Pass

%

Front

Pass

it

Bottom

Pass

i

Angle

Pass

L

The package is not cracked, the contents are not
damaged and not shifted.

T GRBEWE, PENR BRI .

Pass

i

Top

2) Packing weight test U & &3
Test item Weight = & Remark
M3 H (kg) #/E
Packing weight test
(R w7

3.0
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Important
I

The test report is invalid if it is not affixed the official seal of the laboratory to it.
KR S AL AR (Hiiekill L H =) ok

Copies of the test report without the official seal of the laboratory are invalid.

SRS 4R 15 A BT 0 5 AR S = A 3 (B 3 e I 5 F ) To R

It is forbidden to copy the test report partially without the written approval of the laboratory.

ARG ARG % - AL AEANS 70 S A 15

The test report is invalid without the signatures of Approver, Reviewer and Testing engineer.
LoRIUE S R 1[N E AN R P NEE 2 v &

The test report is invalid if it is blotted out.

R AR S IR B RL

Objections to the test report must be submitted to CMC Testing International (Shenzhen) Co., Ltd. within
15 days.

P RTR & A U, BT B S 2 A TR A A AR A B e GBRIID AR A Al #2 H

The test report is valid for the tested samples only.

A AR 5 AT A A i 97 5%

As for the Verdict, “--” means “no need for judgment”, “P” means “pass”, “F” means “fail” and “N/A”
means “not applicable”.

HERi < FoR CRHBEHE”, “P7 TR @7, F7 R R, “NA” Fox EH

*** End of Report ***
*kk T&%éﬁ;ﬁ *kk
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