CMC TESTING

748 R

Name of Goods:

LTy

Model:
5.

Type:
FH

Client:
AL

Commissioner’s
Address

ZFE R

Classification
of test:

iR

Tested by:
ERA:

& [N U 7

A s g
CNAS ..
S~

CNAS L13807

Stacking Test . .
pEgR "

Lithium-ion Polymer Cell
HE T REMHEE

501012

3.7V 40mAh 0.15Wh

Shenzhen Mitacbattery Technology Co., LTD.
BRI R TR PR A A

4 Floor, 3 Floor, 1 Floor, 5 Floor 1 Building, No. 47, Kengwei
Avenue, Shangwu Community, Shiyan Street, Baoan
District, Shenzhen, Guangdong, P.R. China

YT E =X AasE LR XYURKIE 47 5] 5 1 R
):lf’ #E\ E}%\ IE”%

Commission Test

ZHENB

Approved by:
HHEN

Inspected by:
HRZA

f A
=~ = A
2 (et Dou ;? i’ﬁ:@ y
/ d / - } o

Date of Issue:

ZRHM:

2023.11.06 Seal of CMC:

CMC Testing International (Shenzhen) Co., Ltd.

ARRRRIAE RYID FRAR

101&104, Building B, Kaihuimao Industrial Park, Liyuan Road, Heping Community, Fuhai Street, Baoan District, Shenzhen, Guangdong, China
W E T AR RN S 22 DXAR MR A T4 (X 0 [l P A % Tk el 55 B #% 101, 104 Veersion: A/1.0

400-1668-320

1/5

info@cmczj-lab.com www.cmczj-lab.com



®

( CMC TESTING
"; 748 R

Report No.: CMC231019063S01

Manufacturer of
Package

BT

Shenzhen Mitacbattery Technology Co., LTD.
RN e R R B PR 7]

Manufacturer’s
Address of Package
BT Mk

4 Floor, 3 Floor, 1 Floor, 5 Floor 1 Building, No. 47, Kengwei Avenue, Shangwu
Community, Shiyan Street, Baoan District, Shenzhen, Guangdong, P.R. China

HINT R Z XA a#E ERAEXGURKE 47 5] B ABLE, 2. =2, WUEZ

Manufacturer of
Packaging
AR

SHENZHEN CITY YDS INDUSTRY CO., LTD
BRI 2 12 e Sl A PR 7]

Manufacturer’s
Address of Packaging
A0 R

Tianxin Industrial Park, Fengzheng Road, Kengwei Avenue, Shiyan Street, Bao'an
District, Shenzhen

RYIT S 22 X A AT 5T R K8 =F IR B o Tk el

Carton manufacturing
method

ARSI

Sample characteristics
and status

FEARFEALIRZS

Intact
SELF

Case material

T MR

Fiberboard box
AR AR

Package size

@R~ (mm) 320%260%300

Carton thickness
YRAH BB

Maximum capacity

e 22.5L
YN

5mm

Battery number per
packaging
SRR AAF RS

Padding materials for .
2000PCS Blister tray

packaging
B BRT R

W YA

Package weight
(EEI00 N

3kg

Sealing device
EHARE

Tapes
J

Number of samples sent

R

Three boxes
3

Temperature and humidity
during pretreatment

0 Ak 3 IS L Y

23.2°C
49.6%

Receiving date

HerE H I

2023.10.27

Testing Date

2023.10.28

T H

2023.10.30

Test standard

iRl

United Nations {Recommendations on the Transport of Dangerous Goods-Model
Regulations) (Rev.22) Provisions 6.1.5.6.

BEE Tk itmismif@il$5-MEiig) (22 B3TH) 6.1.5.6 %

Test environment
conditions:

FPR 5 2% AF -

WEGREZ: 23+2°C, MR 50%+2%.
Ambient temperature: 23£2°C, Ambient humidity: 50%+2%.

Test Conclusion
R 25 1

The test results are qualified.

RZE R G -

Statement
5%

Packaging prepared as for transport was tested in accordance with the appropriate
requirements of this Chapter and that the use of other packaging methods or
components may render it invalid. A copy of the test report shall be available to the
competent authority.

HEA R AT I8 4 140 28 A2 HR AR B 1A SR BESREAT 1205 A FH G Al 0 2 7 vk s T e A G
KA RIS NA ik T,

Remarks

%I

Packaging production unit information: only the unit that finally completes the
packaging, generally the battery manufacturer.

BB A ALAE B AR A AT BRI AL, — o il ™) R
Packaging production unit information: refers to the production unit of the outer
packaging, generally refers to the carton production factory.

B A BAAE B R TR MR R AL, RO IR ARAR A )
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Test item HHTHE

1) Stacking test #EAL iR

Test method iR 75

All design types of packagings other than bags are subject to a stacking test.

BRAS AL, PIrfr vt 27 () G e 0 B AT HERD 1056
6.1.5.6.1

Number of test samples: three test samples per design type and manufacturer.

BISFE AR RSO RN MEIE ) K 3 MABR A
6.1.5.6.2

Test method: the test sample shall be subjected to a force applied to the top surface of the
test sample equivalent to the total weight of identical packages which might be stacked on it during
transport; where the contents of the test sample are liquids with relative density different from that
of the liquid to be transported, the force shall be calculated in relation to the latter. The minimum
height of the stack including the test sample shall be 3 meters. The duration of the test shall be 24
hours except that plastics drums, jerricans, and composite packagings 6HH1 and 6HH2 intended

for liquids shall be subjected to the stacking test for a period of 28 days at a temperature of not
less than 40 °C.

RIS TR ISAE T R T b N — &, 0 2 T a5 vl g3 S 75 e L i [FAE
HEAEAREER, WSR2 R X % SRS E, WHZRdEEE T
B AIERIGRE S LE I S N HERD B N 2 3 K. RIS A A 24 /N, (EABLRE A SRR A . REAN
253 6HHT Fll 6HH2, NAEAMEK T 40°C HIRE T 4% 28 KHIHEID .
6.1.5.6.3

Criterion for passing the test: no test sample may leak. In composite packagings or
combination packagings, there shall be no leakage of the filling substance from the inner

Report No.: CMC231019063S01

receptacle or inner packaging. No test sample may show any deterioration which could adversely
affect transport safety or any distortion liable to reduce its strength or cause instability in stacks of
packages. Plastics packagings shall be cooled to ambient temperature before the assessment.

LG bR AR AR N ESERAGBEINS, MMIEIEKTANIL S
ANA B R o BUISAE i ANS B HY AT REXT I8 M0 22 AT AR IR, B AT fE BRI L o 5 Bl
FRAELIR RS AR E VAT o (ERHT VPG 2R, SERMEAR NS ) B AR

1) Test Apparatus
For AN s

Serial No.
Bt

Calibration Date
/Due Date

FHEH /2 A

Name of Equipment Model
Bt 445 e

Electronic platform scale 2023-03-23
A 5 AT 2024-03-22
Tape 2023-03-23

CMC-YQ-021 TCS-200KG

CMC-YQ-036

EBR

7.5m

2024-03-22

CMC-YQ-091

Battery Carton Stacking Tester
LB ARAR HERD 1 B0 B

GX-6010-M1T

2023-08-04
2024-08-03

CMC-YQ-092

Battery Carton Stacking Tester
LB ARAR HERD 1K B0 B

GX-6010-M1T

2023-08-04
2024-08-03

CMC-YQ-093

Battery Carton Stacking Tester
PV AR A HE RS 1 B AL

GX-6010-M1T

2023-08-04
2024-08-03
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2) Packing weight test
0,2 B BRI
Test item Applied Weight Application time Conclusion
i 5 JNEE (N Jit s 1) gE
Sta;king test 264.6 24h/PC Pass
HERG R 5o 24 /B Sy

Photos BB 5
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Important
I

The test report is invalid if it is not affixed the official seal of the laboratory to it.
KR S AL AR (Hiiekill L H =) ok

Copies of the test report without the official seal of the laboratory are invalid.

SRS 4R 15 A BT 0 5 AR S = A 3 (B 3 e I 5 F ) To R

It is forbidden to copy the test report partially without the written approval of the laboratory.

ARG ARG % - AL AEANS 70 S A 15

The test report is invalid without the signatures of Approver, Reviewer and Testing engineer.
LoRIUE S R 1[N E AN R P NEE 2 v &

The test report is invalid if it is blotted out.

R AR S IR B RL

Objections to the test report must be submitted to CMC Testing International (Shenzhen) Co., Ltd. within
15 days.

P RTR & A U, BT B S 2 A TR A A AR A B e GBRIID AR A Al #2 H

The test report is valid for the tested samples only.

A AR 5 AT A A i 97 5%

As for the Verdict, “--” means “no need for judgment”, “P” means “pass”, “F” means “fail” and “N/A”
means “not applicable”.

HERi < FoR CRHBEHE”, “P7 TR @7, F7 R R, “NA” Fox EH

*** End of Report ***
*kk T&%éﬁ;ﬁ *kk
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